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Laboratory Analysis 
Cricket Dressing 

 
Product:  Bourne Surrey Loam 
 

BS Sieve Size Weight (gms) % Description 

Above 2.00mm trace  Gravel 

0.063 mm - 2.00mm 2.37 27 Sand 

0.002mm – 0.063mm 
(2 micron – 63 micron) 

3.87 44 Silt 

Less than 2 micron 2.55 29 Clay 

 
OTHER CHARACTERISTICS (where appropriate) 

 

Motty Test: 
Strength 
Shrinkage 
Bulk Density 

 
59.7 
19.3 
1.88 

 
kg 
% 

g/cm 

Organic Matter N/A %w/w 

pH Value N/A  

Moisture Content (as received) N/A %w/w 

 
These tests are carried out in our own laboratory and are indicative only 


