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Typical Analysis
Tennis Loam: July 2011

Particle Size Distribution Including Silt & Clay

BS Sieve Size Weight % Description
(gms)
2.00mm — 5.00mm 0 Gravel
0.063mm — 2.00mm 37 Sand
(2 micron - eamicrom) o |sit
Less than 2 micron 23 Clay

Other Characteristics (where appropriate)

Motty Test:

Strength 58 Kg
Shrinkage 17.3 %
Bulk Density 1.35 tonne/m3
Organic Matter 4.1 % wiw
pH Value 6.1

These tests are carried out in our own laboratory and are indicative of current stocks
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